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Transmission electron microscope image
of epitaxial Fe,N thin film
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Spin torque ferromagnetic resonance (ST-FMR)
measurement in a bilayer with ferromagnet /

Electron Beam Lithography antiferromagnet (Ni-Fe / Ir-Mn).
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